Pl 0487-2322989

09.02.2023
STRUCTURAL STABILITY REPORT OF EXISTING BUILDING AT SOUTH CHITTOOR

(5.B.0.A PUBLIC {Sr. Sec.) SCHOOL ,SOUTH CHITTOOR, CHERANELLOOR VILLAGE,

CHERANELLOOR PANCHAYATH, EDAPPALLY BLOCK, WARD NO. X, SURVEY NO.
28971, 290/1, 290/2 .29 BUILDING NO. X/406A, ERNAKULAM DlSTRIl

As Per the request lenier from The Principal, SBOA Public St. Sec. School, South Chittoor , [ have -

visiiad the building site. 1 have inspected Two buildings. Both are of (G+3) Floors. It i is I'ound thﬂ the
structural members such as columns are found intact. Non-structural cracks were also ot obs-:ned on the
walls. No cracks were seen on these structural members, Upon Non-destructive (Rebourui l-nxnmerj mng.
the structural concrete is “"having desigued sh-v:ngth From the mspccuun & NDT irming, the huildmg is
found to be safe under Normal Weather Cmd:tmru.

However the following points are mlcd-[n i:i:ﬂnmiun with the above.

1.~ Need of safety cmnﬁml: from f' ire dcpamnam is not checked, X
2. Theaother cmumx:tmn quu.h[)' aipcr;u -.:spcl:lnily construction Jmnls construction nf va.lls q:u:
are not checked i in this invesiigation i

1. In future, any new crack I’cund in the :nrucrm'e. he same mou.ld be coluulu:d w0 lm;]l

engincer and the n:r.casa.ry measures .shuu.ld be taken.
4. The Confipmation for KMBR."KFBR uf r.hc Bulidmg has nol bc:cn \.cnﬂed
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